
484128-n
LHC - LHQ MAGNET
INSIDE LAYER ASM PLASMA COAT
L1 LE SADDLE PLASMA COAT

'Inspected by ' : Robert Riley
'Sample Number' : RF94894-Mz04
' ' : 1209201511
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No fit
x100
See PROF_NF_1-PROF_NF_4
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Best fit to Inner, Sides, & O.D. surfaces
x100
See PROF_BF_1-PROF_BF_4
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Best fit to Inner surface
x100
See PROF_IF_1-PROF_IF_4
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Manual Best Fit
x100
See PROF_MF_1-PROF_MF_4
Rotation: +0.217
Y Translation: +0.070
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